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Report No : AB0059816(7) Date: 2022-12-05
Application No :  LB034140(1)
Applican . FLASHBAY ELECTRONICS

BUILDING 2, JIXUN INDUSTRIAL PARK, XINJIAO,
DONG’AO VILLAGE, SHATIAN TOWN, HUIYANG DISTRICT,
HUIZHOU CITY, GUANGDONG PROVINCE, P.R. CHINA

Factor . FLASHBAY ELECTRONICS
BUILDING 2, JIXUN INDUSTRIAL PARK, XINJIAO,
DONG’AO VILLAGE, SHATIAN TOWN, HUIYANG DISTRICT,
HUIZHOU CITY, GUANGDONG PROVINCE, P.R. CHIN

Sample : Nine (€) submitted sample(s) stated to
Description ltem Nam« : Travel Cup
Item No : Crew/CW, Brew/BW, Rondo/R
Date Receive : 202z-11-18.
Test Perio : 202z-11-18 to 202-11-29.
Test Requestc :  Specifications and Standards for Foods, Food Adglitietc. (Under the Japan Fc

Sanitation Law, Ministry of Health and Welfametice No. 370,

28 December 1959, the Ministry of Health, Labout 8veelfarencotice No. 201, 31
March 2006notice No. 416, 11 August2008,notice No. 595, 28 December 2012nd
notice No. 245, Jun 2016)

Part Il — Implements, Containers and Packaging
Test Metho . As stated in the above specificat
Test Reult . Refer to the results pages for de!.
For and on behalf of

CMA Industrial Develo nt,Foundation Limited

Authorized Signature : Page 1 of 8

U
Wan Leong Hang

Technical Manager

The conformity statement stated in Cosidn above is based on the decision rule agrettdapplicant and listed www.cmatesting.org/qac/statement-of-conformity.pdf.

This document is issued subject to #dtest CMA Testing General Terms and Conditionsesftifig and Inspection Services, available on requesccessible at websitevw.cmatesting.org.
This document shall not be reproducexepkin full without written approval by CMA TesginThe results apply to the sample as receivedsamdtherwise specified. The observations and
test results in this report are relevamy to the sample tested.
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Report No : AB0059816(7) Date: 2022-12-05
Application No : LB034140(1)
Test Result

Specifications and Standards for Foods, Food Adsifietc. (Under the Japan Food Sanitation Law,
Ministry of Health and Welfaraotice No. 370, 28 December 1959, the Ministry of Health, Labouwd an
Welfarenotice No. 201, 31 March 2006notice No. 416, 11 August2008,notice No. 595, 28 December
2012andnotice No. 245, Jun 2016)

Part Ill - Implements, Containers and Packaging.

A. Standardsfor General | mplements, Containers, Packaging and Component M aterials

(@) Coloring matters

Samplt
Test iten 1 2 3 4 5 6 Limit
Running of coloring matte N.R. N.R. N.R. N.R. N.R. N.R. N.R.
Note 1 : N.R. denotes Not Recognized
Note 2 : Sample 1 = Transparent co-polyester afflilem A, item B, item C, item D, item E, item F,

item G, item H, item |

Sample 2 = Transparent MABS of slide cover of ignitem B, item C, item D, item E,
item F, item G, item H, item |

Sample 3 = Translucent white silicone rubber akgaof item A, item B, item C, item D,
item E, item F, item G, item H, item |

Sample 4 = Silvery metal (stainless steel) of bafdyem A, item B, item C, item D, item E,
item F, item G, item H, item |

Sample 5 = Black coating of outer body of itemtam D, item G

Sample 6 = White coating of outer body of itemtBm E, item |

(b) Manufactured or Repaired using Metal

Sampli
Test iten 4 Limit
Lead Content (% wi/v <0.0015 0.1
Antimony (% w/w <0.01 5
Note 1 : % w/w denotes percentage by weight
Note 2 : < denotes less than
Note 3 : Sample 4 = Silvery metal (stainless ¥tefadbody of item A, item B, item C, item D, item E

item F, item G, item H, item |
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Test Result

Date: 2022-12-05

D. Material-specific Specificationsfor Implements, Containers, Packaging and Component Materials

D2. Syntheticresin implements, containers and packaging

(@) General specification

(i) Material Test

Limit

1C

Sampli
Test iten 1 2 5 6
Cadmium content (pg/ <5 <5 <5 <5
Lead content (ug/ <1t <1t <1t <1t
(i)  Elution Test
Sampe
Test iten 1 2 5 6
Consumption of KMn(, (water, 6(°C, <2 <2 <2 <2
30 mins), (ug/m
Heavy metals as Lead (4% acetic ¢ <1 <1 <1 <1
60°C, 30 mins), (Lg/mi
Note 1 pg/g denotes microgram per gram
pag/ml denotes microgram per milliliter
Note 2 < denotes less than
Note 3 Tests are for container / implement usadraperature less than 100°C
Note 4 Sample 1 = Transparent co-polyester dbflitem A, item B, item C, item D, item E, item F,

item G, item H, item |

Sample 2 = Transparent MABS of slide cover of ignitem B, item C, item D, item E,

item F, item G, item H, item |
Sample 5 = Black coating of outer body of itemitAm D, item G
Sample 6 = White coating of outer body of itenitBm E, item |

CMA Industrial Development Foundation Limited
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Test Result

(b) Individual specifications

Polystyrene (and styrene type)

()  Material Test — Volatile substances (for nopaxded polystyrene)

Samplt
Test iten 2
Toluene (mg/kc <2C
Ethyl benzene (mg/k 174
Styrene (mg/k¢ 767
Isopropyl benzene (mkg) 10z
Propylbenzene (mg/k <2C

Requirement : Total amount of styrene, toluerigyldienzene, isopropyl benzene and propylbenzerst mu
be less than 5 mg/g (5000 mg/kQ).

(i)  Elution Test

Sample
Test iten 2 Limit

Evaporation residt
- water (6(°C, 30 mins), (ug/m <1C 30
- 4% acetic acid (€°C, 30 mins), (Lg/m <1C 30
- n-heptane (2°C, 60 mins), (ug/m <1C 24C
Note 1 : mg/kg denotes milligram per kilogram

mg/g denotes milligram per gram

pg/ml denotes microgram per milliliter
Note 2 : <denotes less than
Note 3 : Tests are for container / implement usedraperature less than 100°C
Note 4 : Sample 2 = Transparent MABS of slide cafétem A, item B, item C, item D, item E,

item F, item G, item H, item |
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(b) Individual specifications

Polymethylmethacrylate (PMMA)

Elution Test
Sampl

Test iten 2 Limit
Methyl methacrylatt <1 15
(20% ethanol, €°C, 30 mins), (Lg/m
Evaporation residt
- water (6(°C, 30 mins), (ug/m <1C 30
- 4% acetic acid (€°C, 3Cmins), (ng/ml <1C 30
- n-heptane (2°C, 60 mins), (Lg/m <1C 30
Note 1 : pg/ml denotes microgram per milliliter
Note 2 : < denotes less than
Note 3 : Tests are for container / implement usa@draperature less than 100°C
Note 4 : Sample 2 = Transparent MABS of slide cafatem A, item B, item C, item D, item E,

item F, item G, item H, item |
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D3. Rubber implements, containersand packaging

Date: 2022-12-05

Rubber implements (except nursing utensils), captaiand packaging - Not containing chlorine

Sampile
Test iten 3 Limit
(i) Material Tesi
Cadmium (ng/g; <5 10C
Lead (nglg <1t 10C
(i) Elution Tes
Evaporation residt
- water, 6(°C, 30 min: (ng/mi) <1C 60
Phenol (water, €C, 30 mins (ng/mi) <0.t 5
Formaldelyde (water, 6°C, 30 mins NDC NDC
Zinc (4% acetic acid, ¢©C, 30 mins (ug/ml) <0.1 15
Heavy metals as Les¢ (ng/mi) <1 1
(4% acetic acid, €C, 30 mins
Note 1 : pg/gdenotes microgram per gram
pg/ml denotes microgram per milliliter
Note 2 : NDC denotes Not Darker than Contrast smiut
Note 3 : < denotes less than
Note 4 : Tests are for container / implement usedraperature less than 100°C
Note 5 : Sample 3 = Translucent white siliconebertof gasket of item A, item B, item C, item D,
item E, item F, item G, item H, item |
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Appendi»

K*kkkk End of Report *kkkk
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