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FLASHBAY ELECTRONICS

1-4/F OF BLDG NO.3, BLDG NO.2, 101-501F OF BLDG
NO.1, XIFENGCHENG INDUSTRIAL PARK, NO.2,
FUYUAN ROAD, HEPING COMMUNITY, FUHAI
STREET, BAOAN DISTRICT, SHENZHEN CITY,
GUANGDONG PROVINCE, P.R. CHINA

Sample Description: WAVE, PACIFIC, REFRESH, FIT, SHAKER.

Vendor: N/A Sample Size: 43
Manufacturer: N/A Style No(s): NOT PROVIDE
Labeled Age Grade: NOT RECORD SKN/SKU No.: NOT PROVIDE
Appropriate Age Grade: NOT REQUESTED PO No.: NOT PROVIDE
Client Specified Age Grade:  NOT SPECIFIED Ref #: NOT PROVIDE
Tested Age Grade: N/A Country of Origin: NOT PROVIDE
UPC Code: N/A Assortment No.: NOT PROVIDE
Test Starting Date: DEC 4, 2019 Test Finished Date: DEC 17, 2019
EXECUTIVE SUMMARY:

The sample(s) MEETS the following requirement(s):
- Olefin Polymers - Polypropylene Homopolymer — U.S. FDA 21 CFR 177.1520.
- Rubber Article Intended for Repeated Use — U.S. FDA 21 CFR 177.2600.

- Closures with Sealing Gaskets for Food Containers — U.S. FDA 21 CFR 177.1210.

BUREAU VERITAS SHENZHEN CO.,LTD
DONGGUAN BRANCH

Harvey Xue

Manager, Analytical Lab
RT/Barton Chen/Coco-qq Chen

REMARK
If there are questions or concerns on this report, please contact the following persons:
Report Enquiry: (86) 0769 89952999 Ext. 8175 CPSAnalytical. DG@cn.bureauveritas.com

Business Contact: (86) 0769 85893595
This report shall not be reproduced except in full, without the written approval of our laboratory.

Bureau Veritas Shenzhen Co., Ltd., Dongguan This report is governed by, and incorporates by reference, CPS Conditions of Service as posted at the date of issuance of this report
Branch at http://www.bureauveritas.com/home/about-us/our-business/cps/about-us/terms-conditions/and is intended for your exclusive use.
No.34, Chenwulu section, Guantai Rd., Houjie Any copying or replication of this report to or for any other person or entity, or use of our name or trademark, is permitted only with
Town, Dongguan City, Guangdong Province, our p_rior written permissio_n. This_ report sets forth gurfindings so_lely with respect to the test samples id_entified herein. The results set
China 523942 forth in this report are not indicative or representative of the quality or characteristics of the lot from which a test sample was taken or

Tel: +86-769-89982098 any similar or identical product unless specifically and expressly noted. Our report includes all of the tests requested by you and the

. results thereof based upon the information that you provided to us. Measurement uncertainty is only provided upon request for
Fax: +86-769-8§991 080 accredited tests. You have 60 days from date of issuance of this report to notify us of any material error or omission caused by our
www.bureauveritas.com/cps negligence or if you require measurement uncertainty; provided, however, that such notice shall be in writing and shall specifically
address the issue you wish to raise. A failure to raise such issue within the prescribed time shall constitute you unqualified
acceptance of the completeness of this report, the tests conducted and the correctness of the report contents.
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Tested Component(s) Description List:
Test Item(s) Item / Component Description(s) Location(s) Style(s) Client Clglmed

Material
1002 Transparent plastic Straw - PP-HO
1003 Red plastic Lid - PP-HO
1004 Transparent plastic Bottle - PP-HO
1005 Blue silicone Suction nozzle plug - Silicone
1006 White silicone Suction nozzle plug - Silicone
1007 Transparent silicone Gasket - Silicone
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RESULTS:
Olefin Polymers - Polypropylene Homopolymer — U.S. FDA 21 CFR 177.1520
Test Method :  U.S.FDA 21 CFR 177.1520
. Result -
Parameter Unit Limit
1002 1003 1004
Density g/cm?® 0.892 0.900 0.903 0.880-0.913
Melting Point °C 163 171 169 160-180
Total Extractives (n-Hexane) Y% W/w 0.5 5.1 5.9 <6.4
Total Extractives (Xylene) % w/w <0.2 4.2 8.4 <9.8
Conclusion - PASS PASS PASS -
Note / key:

g/cm?® = gram per cubic centimetre
% w/w = percent weight by weight
“<” = less than

“<” = less than or equal to
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RESULTS:
Rubber Article Intended for Repeated Use — U.S. FDA 21 CFR 177.2600
Test Method :  U.S.FDA 21 CFR 177.2600
I. Rubber articles intended for repeated use, in contact with aqueous food
) Result L.
Parameter Unit Limit
1005 1006
Total Extractives in Distilled Water
(i) During the first 7 hours of extraction mg/in? 0.38 0.1 <20
(i) During the succeeding 2 hours of extraction mg/in? 0.1 0.17 <1
Conclusion - PASS PASS -
Il. Rubber articles intended for repeated use, in contact with fatty foods
) Result L
Parameter Unit Limit
1005 1006
Total Extractives in n-Hexane
(i) During the first 7 hours of extraction mg/in? 17.61 8.08 <175
(i) During the succeeding 2 hours of extraction mg/in? 0.98 0.7 <4
Conclusion - PASS PASS -

Note / key:
“<” = less than
“<” = less than or equal to
mg/in? = milligram per square inch
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RESULTS:
Closures with Sealing Gaskets for Food Containers — U.S. FDA 21 CFR 177.1210
Test Method :  U.S.FDA 21 CFR 177.1210
Condition of use: C) Hot filled or pasteurized above 150°F
Extracting condition: Distilled Water (Fill boiling, cool to 100 °F)
) Result L
Parameter Unit Limit
1007
Net Chloroform- Soluble Extractives
(i) Distilled Water ppm <10 <50
Conclusion - PASS -

Note / key:
ppm = parts per million
“<” = less than
“<” = less than or equal to

Remark:
Maximum extractives tolerances of different types of closure-sealing gasket composition

Maximum Extractives Tolerances (in ppm)
Chloroform Chloroform Chloroform

Type of closure-sealing gasket composition fraction of fraction of fraction of

water heptane alcohol

extractives extractives extractives

1. Plasticized polymers, including unvulcanized or vulcanized or

otherwise cured natural and synthetic rubber formed in place as 50 500 50

overall discs or annular rings from a hot melt, solution, plastisol,

organisol, mechanical dispersion, or latex

2. Performed overall discs or annular rings of plasticized 50 250 50

polymers, including unvulcanized natural or synthetic rubber

3. Performed overall discs or annular rings of vulcanized 50 50 50

plasticized polymers, including natural or synthetic rubber

4. Performed overall discs or annular rings of polymeric or

resinous-coated paper, paperboard, plastic, or metal foil 50 250 50

substrates

5.Closures with sealing gaskets or sealing compositions as Not Not Not

ggss(;rilr?gi;g; fﬁr,dﬁs?gotsagr?l;/ndumng paper, paperboard, and applicable applicable applicable
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RESULTS:

END OF REPORT



